
Al Fe Ca Mg Cu Mn Cr Ni Na Li K B P

SD-995 15.0 0.2 0.6 0.05 <0.05 <0.05 <0.05 <0.05 0.30 0.60 0.40 0.07 0.04

Impurity Level

       Size Distribution

Content (%) <7

High Purity Quartz Sand (Crystalline Silicon Dioxide Powder)
Range (µm) <100 100-450 450-800 >800

>76 <17 0


